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Resistance of barb

Objective

The purpose of this determination is to assess the quality
of the fixation of the tongue of a buckle from a belt.

Principle

Principle: The test consists of measuring the force
necessary to obtain the deformation of the break of the
tongue of a buckle.

The test is performed with a tensile machine at a speed
rate of 100 mm/min.

The value is expressed in daN*.

* Decanewton.

Type: Physical and mechanical test
Standard: CTC method - CTC-P-MA-015
Product: Belt

Criteria: Performance
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