
Abrasion resistance

 

Objective

In use, the shoe inner is subjected to the associated
movements of the foot. This repeated friction can cause
wear, which
this test is used to anticipate.

 

Principle

The test consists of performing wear cycles on a
specimen of the material to be tested against a specific
worsted wool
abrasive, under a defined load. The test can be
performed dry and/or wet (to reproduce sweat). The
result corresponds to the number of cycles taken to
obtain deterioration of the material.

 

Type: Physical and mechanical test
Standards: EN ISO 20344 §6.12 / EN ISO 20345 §5.5.3
Product: Footwear
Criterias: Mechanical risk / PEE
Component: Lining
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