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Insert perforation (P/ PL / PS)

Objective

During use, footwear may be subjected to puncture
stress. The aim of this test is to verify the extent of
protection on the one hand, and the puncture resistance
of the sole on the other.

Principle

The test consists in measuring the force required to

perforate the sole. The result is the perforation force in N.

Type: Physical and mechanical test
Standard: EN ISO 20345 §6.2.1

Product: Footwear
Criterias: Mechanical risk / PEE
Component: Outsole
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