Side opening resistance of zipper

Objective

This standard is used to evaluate the performance and
durability of zippers.

Principle

The test consists of measuring the force required to open
the chain. A standardised ageing process can be applied
to check the effects of wear on the chain. Hence, the
initial test can also be performed after ageing.

The result corresponds to the chain separation force,
before and after ageing, expressed in N*.

* Newton.

Type: Physical and mechanical test
Standard: EN 16732 Annexe G

Product: Footwear
Criteria: Mechanical resistance
Component: Accessories
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